
LEVEL 2 Certification Schedule

9:00 AM — 9:30 AM INTRODUCTION

9:30 AM — 10:00 AM MIX DESIGN SCOPE, TEX-204-F

10:00 AM — 10:30 AM MATERIALS

10:30 AM — 10:45 AM BREAK

10:45 AM — 11:15 AM GRADATION

DAY 1

8:00 AM — 11:30 AM LABORATORY HANDS-ON (MIXING, CURING, MOLDING & PREPARING GR)

11:30 AM — 1:00 PM LUNCH

1:00 PM — 2:30 PM LABORATORY HANDS-ON (MEASURE & CALCULATE GA & GR)

2:30 PM — 3:30 PM TEX-204-F, IN-DEPTH

DAY 2

DAY 3

Tex-204-F, Design of Bituminous Mixtures
Tex-205-F, Laboratory Method of Mixing Bituminous Mixtures
Tex-236-F, Determining Asphalt Content from Asphalt Paving Mixtures by the Ignition Method (Part 2)
Special Specification 3077

TEST METHODS

11:15 AM — 11:45 AM COMBINED GRADATION & AGGREGATE CLASSIFICATION (SITEMANAGER TEMPLATE)

11:45 AM — 1:00 PM LUNCH

1:00 PM — 2:00 PM MIX DESIGN EXERCISE (SITEMANAGER TEMPLATE)

2:00 PM — 2:30 PM MIXING, TEX-205-F

2:30 PM — 5:00 PM WEIGH-UP SAMPLES, HANDS-ON LAB

3:30 PM — 3:45 PM BREAK

3:45 PM — 4:15 PM SITEMANAGER TEMPLATE OVERVIEW (WRAP-UP)

4:15 PM — 5:00 PM MIX DESIGN CALCULATION

8:00 AM — 8:30 AM SITEMANAGER TEMPLATE (ENTER GA & GR RESULTS)

8:30 AM — 9:00 AM DISCUSSION ON MIX DESIGN RESULTS

9:00 AM — 9:30 AM CORRECTION FACTORS, TEX-236-F, PART 2 

9:30 AM — 10:00 AM CORRECTION FACTORS WORKSHEET

10:00 AM — 10:15 AM BREAK

10:15 AM — 10:45 AM BEST PRACTICES

10:45 AM — 11:15 AM SPECIAL SPECIFICATION 3077

11:15 AM — 11:30 AM REVIEW

11:30 AM — 1:00 PM EXAM

http://ftp.dot.state.tx.us/pub/txdot-info/cst/TMS/200-F_series/pdfs/bit204.pdf
http://ftp.dot.state.tx.us/pub/txdot-info/cst/TMS/200-F_series/pdfs/bit205.pdf
http://ftp.dot.state.tx.us/pub/txdot-info/cst/TMS/200-F_series/pdfs/bit236.pdf

